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GEL OPTICAL PROPERTIES 
Technical Datasheet 

METHOD SUMMARY 

The refractive index and percent light transmission of the Gel polymer material was measured at 
various wavelengths. 

REFRACTIVE INDEX 

Wavelength 589 nm 633 nm 1321 nm 1554 nm 

Refractive Index 1.41 1.42 1.40 1.40 

PERCENT TRANSMISSION 

Analysis performed by Gel material supplier. 
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